
Figures 10A (left) and 10B (below): Dulles Airport required a 
flexible roof membrane to withstand expected structural 
movement. 

rafters, with Korad® tape both covering the in solving those 
fasteners and sealing the panel joints. This c o n f o r  m a b i l i t y  
art has reappeared in several versions, usu- issues. 
ally with insulated deck panels faced with 
polymer-coated metal. Liquid Elastomers 

Many other liq-
Early Versions of Elastomeric Roof u id -e l as tomer i c  
Systems roofing systems 

The first major U.S. application of an have been intro­
elastomeric, single-ply roof was at Dulles duced over the 
Airport (Figure 10). Due to the unusual years. Most 
building design, the roof membrane had to required multiple 
be extremely flexible. Sheet Neoprene was 
installed, followed by liquid Hypalon®. In the 
years that followed, many all-liquid 
Neoprene-Hypalon® systems were applied to 
continuous substrates such as thin-shell 
concrete, taped-plywood decks, and as a 
coating system for sprayed-in-place 
polyurethane foam (SPF). 

Neoprene rubber could be produced and 
shipped as either a vulcanized roofing sheet 
or in a semi-cured state. Semicured was 
very handy for flashings where conformabil­
ity was critical (Figure 11). Vulcanized rub­
ber has a memory and does not permit 
stretching to conform to inside and outside 
roof corners or other odd shapes. 
This semi-cured Neoprene solved 
many problems – not only for 
Neoprene roofs, but for prototype 
EPDM and butyl roofs as well. 
Unfortunately, this Neoprene cross­
linked to an elastomer upon aging, 
eventually over-curing and becom­
ing especially brittle on south-fac­
ing exposures. Development of 
uncured EPDM or the use of facto­
ry-vulcanized EPDM membranes 
solved most of these problems. 
Factory premanufactured inside 
and outside corners and witches’ 
hats have been highly successful 

coats to avoid pin-
holing and are only available at relatively 
low solids. Several had inadequate fire 
resistance for roofing applications. Since 
sprayed-in-place polyurethane foam always 
requires a protective coating, silicone, ure­
thane elastomer, and acrylic coatings have 
filled this niche market very well. (On flat 
roof surfaces, aggregate has also been used 
as a UV screen.) 

Thermoplastics 
Interest in weldable thermoplastic sys­

tems surged in this country as the single-
ply market developed. Most of the technolo­

gy originated in Europe. Some thermoplas­
tic systems were based upon nonreinforced 
PVC films. They were offered as very thin 
films – as thin as 32 mils (0.8 mm). Unfor­
tunately, some of these early PVC systems 
were poorly compounded. Many suffered 
from severe shrinkage and embrittlement. 

Curiously, it was observed that ballast­
ed PVC roofs were failing faster than roofs 
that were exposed to the weather. One the­
ory was that the sediment associated with 
the ballast was drawing out the plasticizer 
from the PVC compound. Thicker sheets 
should retain the plasticizer longer, since 
the loss is a surface-related phenomenon. 
Today, manufacturers offer few, if any, non-
reinforced systems. Mechanically fastened 
systems represent the largest market seg­
ment. 

Compatibility between PVC compounds 
and substrates is very important. Direct 
contact with expanded styrene foam insula­
tion could lead to plasticizer extraction. 
Volatiles from an underlying coal-tar pitch 
roof could migrate into the PVC. Foil air 
barriers evolved as a necessary component 
of the assembly as a means to isolate the 
system components. Various “slip-sheets” 
are still used today to isolate the new PVC 
membrane from contacting soft bitumen or 

Figure 11: Uncured neoprene sheeting provided the 
conformability needed for flashings and 
penetrations. 
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Figure 12: Various slip sheets have been used with plasticized PVC 
membranes. 

Chlorinated pol­
yethylene (CPE) 
sheets were de­
signed to use less 
plasticizer than PVC, 
but in many cases 
the CPE was found 
to be harder to weld, 
a poor trade-off 
(Figure 14). Current­
ly, there are a num­
ber of successful 
PVC systems that 
either use superior 
plasticizer systems 
or which are com­
pounded with other 
polymers such as 
e t h y l e n e - v i n y l  

recently applied asphaltic patches (Figure 
12). 

One notable innovation of these early 
PVC systems was to incorporate polymer-
coated metal for edging and flashing. This 
turned flashing details around, with the 
metal flashings installed first and the mem­
brane bonded to the 
preformed metal edg­
ing, coping, or flashing 
(Figure 13). 

In 1990, a bulletin 
was published jointly 
by NRCA and SPRI 
warning about prema­
ture embrittlement 
and the dangers of 
even walking on an 
older PVC membrane. 
The bulletin noted that 
the reinforced sheets 
were less vulnerable to 
the shattering phe­
nomenon. Impact Figure 13: Polymer-coated 
damage on brittle PVC metal flashings anchor this 
roofs can be profound PVC roof membrane system. 
and has led to the use 
of thicker membranes 
and denser substrates in hail-prone 
regions. 

Recent evidence has shown that some 
properly compounded PVC membranes are 
lasting well over 20 years. They are still 
weldable (repairable) after all that time and 
may be suitable for recycling at the end of 
their life. Most can meet EnergyStar® reflec­
tivity requirements, opening up new oppor­
tunities on the West Coast where white min­

acetate (EVA) or 
ketone ethylene ester (KEE) to achieve the 
needed flexibility and durability, while pure 
CPE sheets essentially have vanished. 
Chem-ply® was an early CPE system that 
used flexible open-cell foam as a backing. 
The idea was that the foam could vent pres­
sure laterally to avoid blistering, as well as 

serve as a separation barrier. Unfortu­
nately, the foam disintegrated with age, and 
the Chem-ply® exhibited less-than-favorable 
weathering performance. 

SYSTEM TESTING OF SINGLE-PLY ROOFING 
SYSTEMS 

Dr. Bas Baskaran of the National Re­
search Council of Canada has documented 
the “weakest-link” approach to mechanical­
ly fastened roof systems. Double welds dis­
tribute stress under wind loading, achieving 
higher wind ratings. Seam failures should 
be dramatically reduced when the wider 
double weld is incorporated. Properly 
selected fasteners, stress plates, and air 
barriers also resolve weak link issues. 

With reinforced sheets, there is always a 
concern that water will wick into exposed 
edge fibers, causing film delamination. 
Some sheets use a selvedge of nonrein­
forced polymer, while others require a wet 
sealant at all cut edges (Figure 15). 

By 1978, single-ply systems had made 
enough penetration into the commercial 
roofing market for the National Bureau of 
Standards to publish “Elastomeric Roofing: 
A Survey.” This document suggested tests 
and standards that ought to be employed in 
evaluating the new roof systems. One item 
mentioned was the high degree of chalking 
(surface erosion) of some liquid-applied and 
Hypalon® systems. Algae attack was also 
reported in semitropical climates. 

USING FOAMED PLASTIC INSULATIONS WITH 
SINGLE-PLY SYSTEMS 

Polystyrene foam (EPS) has proven to be 
a very economical insulation for nonbitumi­

eral-surfaced cap sheets have traditionally Figure 14: Lead weights have been stacked on this seam welder to improve 
dominated this wood deck market. CPE seam fusion. 
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nous roofing systems. However,  because 
styrene dissolves in aromatic and aliphatic 
solvents, vapors from solvent-welded mem­
brane laps, solvent-based flashing cements, 
and cold-applied membranes can collapse 
the cells of the foam (Figure 16). On a sunny 
day, EPDM can absorb enough heat to 
cause cell deformation if the black rubber is 
not promptly covered with ballast. 

Low-density polysty­
rene boards are also sub­
ject to stress relaxation in 
mechanically attached 
systems. Most membrane 
manufacturers require 
the use of higher density 
foam (>1 pcf) to minimize 
this phenomenon. A 
research paper by Dr. 
René Dupuis for SPI rec­
ommended that EPS 
boards be heat-treated 
prior to shipping to a job, 
as the installed boards 
could otherwise shrink 
the first time the roof 
heats up. 

Recent 
Developments in 
Attachment and 
Joining of Single-Ply 
Systems 

Attachment meth­
ods vary widely with 

Figure 17: Attachment 
methods for single-ply 
systems have included 
adhesive ribbons, 
serpentine application 
of hot asphalt, and 
self-adhesive systems. 

Figure 15: Selvedge region 
with no scrim to avoid 
wicking of water. 

single-ply systems. Hot 
asphalt, applied in a serpen­
tine pattern, provided about 
50 percent adhesion; con­
trolled spot attachment or 
sprinkle mopping, likewise 
(Figure 17). Parallel ribbons 
of adhesive date back to the 
1960s, but at the end of a 
run where the applicator 
made U-turns, these areas 
were often deficient in adhe­

sive. 
Fleece-backed sheets facilitate adhesion 

with asphalt, low-rise foam, and solvent 
adhesives. A new generation of self-adher­
ing sheets has been introduced just recent­
ly. Problems this author anticipates with 
the self-adhering sheets include limited 
shelf life, disposal of the release film, and 
special treatment at penetrations, tee joints, 

Figure 16: Cells of polystyrene foam have collapsed from 
solvent vapor attack. 
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Figure 18: Examples of some of the nonpenetrating mechanical fastener 
systems that have been tried. 

Figure 19: Edge restraint strips have reduced the 
tendency towards shrinkage and tenting of single-ply 
membranes. 

Figure 20: Illustration of the use of wet sealant on both sides 
of the batten. 

and intersections. Substrates need to be 
smoother, drier, and cleaner than with any 
other roof system. 

Consultants may remember attempts 
with “nonpenetrating” fastener systems. 
The idea was that every hole in a membrane 
is a potential leak, so these buttons and 
tracks would provide “hold down,” while 
leaving the membrane intact (Figure 18). 

For various reasons, most are gone, but 
the in-the-seam methods and batten seams 
appear to work just fine. Perhaps the dou­
ble welds and edge-restraint systems now 
used reduce the shrinkage and tugging at 
the fastener stems (Figure 19). 

The use of primers and splice washes is 
still a good idea. Talc-free elastomers help, 
but we are still 
totally reliant 
upon our abil­
ity to success­
fully seal nar­
row joints for 
w a t e r t i g h t ­
ness. While 
solvent-based 
seam adhe­
sives are still 
used, the 
b u t y l - t a p e  
systems have 
been widely 

a batten cover that 
extends beyond the side 
lap (Figure 20). Other 
manufacturers are going 
to “target patches” at the 
tee joints as an extra line 
of defense (Figure 21). 

Consultants may also 
recall that the implemen­
tation of in-seam sealant 
application (Figure 22) gave extra protection 
against moisture migrating either from 
below the membrane or from a poorly sealed 
side lap. 

50 YEARS - WHAT HAVE WE LEARNED? 
We have learned a great deal. We can 

offer durable 
sheets with 
adequate mil 

adopted and Figure 21: In retrofitting older EPDM roofs, all
 
apparently are flashings are generally replaced and target pieces
 
very success- are added at all critical joints.
 
ful.
 

thickness, which are well-positioned in 
terms of energy conservation, sustainabili­
ty, and economy. 

With the help of SPRI, ANSI, and ASTM, 
product and test standards have been 
developed. Single-ply systems are main­
stream in both designers’ and building own­
ers’ eyes. Accessories such as walkways and 
premolded pipe fittings have solved many of 
the problems of the bituminous world and 

Tee joints are always critical. In some Figure 22: Use of in-seam sealant as extra measure against water 
systems, butt endlaps are used, followed by penetration. 
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Figure 23: Polyepichlorohydrin rubber was used in this roof 
bay in order to resist oil contamination. 

Figure 24: King-sized ballast on this roof! 

continued evolution of these systems can be Thermoplastic, and 
expected. Modified Bitumen 

Specialized sheets for chemical and oil Roofing in its report, 
resistance are available (Figure 23). New “Performance Testing 
versions of single-ply roofing suitable for of Roof Membranes.” 
vegetated roofs are certain to appear. ASTM has already 

Perhaps the reader has never seen a 
ballasted roof like that shown in Figure 24, 
but who knows what form our next genera­
tion of single-ply systems will take? 

WHAT DO WE STILL NEED TO ACCOMPLISH? 
In the presence of product and systems 

evolution, the key parameter of perfor­
mance is perhaps the most readily discern-
able benchmark by which all roof assem­
blies are measured. Manufacturers promot­
ing new and improved roof components and 
accessories should strive to provide the end 
user with comparative performance criteria 
based upon level of performance. 

Some years ago, our European col­
leagues published articles on the FIT sys­
tem. This system is an entirely different 
approach from that in the U.S. The first 
step in this performance approach is to 
describe the structure and how the roof is 
to be used. Industry experts have quantified 
what levels of fatigue, heat, or impact resis­
tance are needed for a roof system intended 
to serve in an exposed position, such as a 
protected roof or a vegetated roof. A roof 
with a lot of roof traffic, for example, might 
require a Level Four impact and puncture 
resistance, while a protected membrane 
roof might get by with just a Level Two. 

Once performance levels are established 
and the roof described, one need only to 
search for those systems that meet these 
levels of performance. Perhaps a 90-mil 
EPDM would work, but so might a poly­
ester-reinforced MB, a 60-mil reinforced 
PVC, etc. 

Much of this work has already been done 
and published by the RILEM 74-SLR/CIB 
W.83 Joint Committee on Elastomeric, 

implemented some of 
these new tests. Wouldn’t it be great if in this 
decade SPRI joined forces with RCI, ARMA, 
and NRCA to actually implement this perfor­
mance concept? 

Life-cycle Costing 
In closing, there is still another area in 

which we need to do a better job: the vali­
dation of roof life, life-cycle costing (LCC), 
and sustainability. In just the past couple of 
months, articles have appeared “proving” 
that a metal roof – or polyurethane foam – 
or PVC – has the lowest life-cycle cost. Who 
is right, and based upon what? 

Unfortunately, there are many variables 
that must to be estimated in LCC analysis. 
In addition to strictly financial considera­
tions, we must now consider “carbon-foot­
prints,” total energy consumption from 
birth to death, recycling, urban heat 

islands, toxicity, VOCs, ozone holes, and 
the energy/petroleum status. 

Are We There Yet? 
Hopefully, we soon will be able to chart 

these turbulent waters so that the specifier, 
consultant, building owner, or government 
agency can make more rational decisions. 
There is no single roof system that can do it 
all. Defining the performance requirements 
for each roof and building is possible and 
needs to be further explored. We have the 
experience and resources to define the min­
imum requirements for every roof – we just 
need to do it! 

In this past half-century, we have 
learned a great deal. Our actions over the 
next few years could enable us to apply this 
knowledge to determine the most appropri­
ate systems for any given set of conditions. 
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